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PEIYORK INTERNATIONAL CO., INC/ PEIYORK (SHANGHAI) INTERNATIONAL CO., LTD. 
9350 PADGET ST., SUITE 104 SAN DIEGO CA92126 USA 
15H QIANJIANG TOWER, NO. 971 DONGFANG ROAD, PUDONG NEW DISTRICT, SHANGHAI, CHINA 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
 
Sample Description : One sample of 100% rayon thread heatseal silver rhinestones label in gray/ 

pink/ black 
 
Order No.   : APPLIQUE 
 
Manufacturer   : Hongfa 
 
Country of Destination  : U. S. A. 
 
Test Performed   : Selected test(s) as requested by applicant 
 

 *  *  *  *  *  * 

Sample Receiving Date  : MAR. 12, 2009 
 
Testing Period   : MAR. 12, 2009 –MAR. 19, 2009 
 
Test Result(s)   : For further details, please refer to the following page(s). 
 

 

 

 

 

 

 

 

 

 

 

 

 

Signed for and on behalf of 
SGS-CSTC Ltd.  
 
 
 
_________________________ 

Emma Guo 
(Account Executive) 
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Test Result 
       
 
Lead Content           

Test Requested : To determine the Lead Content in the submitted sample. 
 

Test method                   : With reference to US EPA 3052:1996 

 Analysis was performed by Inductively Coupled Argon Plasma-Atomic Emission  

Spectrometry (ICP-AES) or Atomic Absorption Spectrometry. 
 
Test Results: 

Item Unit Colorful 
label 

MDL 

Lead (Pb) mg/kg 6 2 

 
Note   : (1) 1mg/kg=1ppm=0.0001% 

(2) MDL = Method Detection Limit 

 
Lead Content           

Test Requested : To determine the Lead Content in the submitted sample. 
 

Test method                   : With reference to US EPA 3050B:1996 

 Analysis was performed by Inductively Coupled Argon Plasma-Atomic Emission  

Spectrometry (ICP-AES) or Atomic Absorption Spectrometry. 
 
Test Results: 

Item Unit Silver 
rhinestones 

MDL 

Lead (Pb) mg/kg 84457 2 

 
Note   : (1) 1mg/kg=1ppm=0.0001% 

(2) MDL = Method Detection Limit 
 
 

*** End of Report *** 
 
 


